
PVC stabilised:

OBS 1,2,3 and 4
Ca-Zn 1,2 and 3
Tin
Pb

X not considered   by calculations

Min. requirements ISO 15493

O Checkpoints DIN 8061

All datasets used by calculations acc. to ISO 9080


